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WMERLRAFR LK Lo R T HRA T
Company Name JIANGSU SEMICON CHAMPION MICROELECTRONICS CO.,LTD
shown on Report

Huht LI R L AT KX Bk 55 5
Address NO.55 KANGHUA ROAD, HAI’AN ECONOMIC DEVELOPMENT AREA,JIANGSU
PROVINCE

PUF IR A i BRE A5 B B R SRR IA

The following sample(s)and sample information was/were submitted and identified by/on the behalf of

the applicant
CTI ¥4 ID FE i 2R RS
CTI Sample ID Sample Name(s) Part No.
TVS B X
001 TVS Diode TPSMD /TPSMC/SMC/SMD % E&‘%
002 TVS it TPSMD /TPSMC/SMC/SMD %é?
TVS Diode S o]
e Y
FE S 30 3 2023.07.17 DB
Sample Received Date Jul. 17,2023 VLG,
P ARSI H 1 2023.07.17-2023.07.21 fpesion 1
Testing Period Jul. 17, 2023 to Jul. 21, 2023
o E R WRPEZ I BR, KR A RE 5 P A (PY), 48(Cd), JR(Hg), 7SR (Cr(VD)),

Z IR ZE(PBBs), % —Kf¥(PBDEs), 4% — HRfis(DBP, BBP, DEHP,
DIBP), #(F), S(Cl), #(Br), D)3 Tk,

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs),
Polybrominated Diphenyl Ethers (PBDEs), Phthalates (DBP, BBP, DEHP,
DIBP), Fluorine (F), Chlorine (Cl), Bromine (Br), Iodine (I)in the submitted
sample(s).

LUK 45 AT 45 R HZ LTI
Test Method/Test Result(s)  Please refer to the following page(s).

e /E,:%u ZS_ ) 2023.07.21

A Date
’%@ z?‘ Rl

O\ = 2P Lab Manager
4* h/ﬂg

%e&fa;{m% s

Inspection & Tesling Services

No. R295821197
A Ll RAT X 57 1351 5
al Pinbiao(Shanghai) Co., Ltd. No.1351, Wanfang Road, Minhang District, Shanghai, China

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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2512 Conclusion
U i RIEIRE AR R
Tested Sample According to standard/directive Result
. KX 83 RoHS 54 2011/65/EU K HAET #54 ..
AT i o p
) (EU) 2015/863 RoHS Directive 2011/65/EU
Submitted Sample PASS

with amendment (EU) 2015/863
sk sk sk sk sk sk sk sk sk sk skeoske sk sk sk sk sk sk skeoske sk sk sk sk sk sk skeske sk sk sk st sk sk skeske sk sk sk st sk steste sk sk sk sk sk sk s sk sk sk sk sk sk s sk sk sk sk st sk s sk sk sk sk sk sk sk sk sk skeoskoskoskokoskosk skeoskoskoskeskok
T B FETRR 25 53 L BR B RoHSHE 42011/65/EU K HAE T H64-(EU) 2015/863F 3K IFR (A

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)
2015/863.
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KUHKSE Test Method
AT H IRT7 1% Mk A
Tested Item(s) Test Method Measured Equipment(s)
# Lead (Pb) IEC 62321-5:2013 ICP-OES
4 Cadmium (Cd) IEC 62321-5:2013 ICP-OES
7K Mercury (Hg) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
IEC 62321-7-1:2015 UV-Vis

75 4% Hexavalent Chromium (Cr(VI))

IEC 62321-7-2:2017 F1/24 IEC 62321-5:2013 JllA

oo i
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Z IR Polybrominated Biphenyls

IEC 62321-6:2015 GC-MS
(PBBs)
YR~ 2% Polybrominated Diphenyl
% I R¥ Polybrominated Dipheny IEC 62321-6:2015 GC-MS
Ethers (PBDEs)
41 2% — HIA TS Phthalates (DBP, BBP
<8 — iRA Phthalates (DBP, BBE, IEC 62321-82017 GC-MS
DEHP, DIBP)
%3 EN 14582:2016
. Fluorine (F IC
2R Refer to EN 1458222016
% Chlorine (Cl) %% EN 14582:2016 ©
AR Refer to EN 1458222016
% Bromine (Br) %% EN 14582:2016 ©
romune (B Refer to EN 14582:2016
%3 EN 14582:2016
it Todi IC
i Todine (I Refer to EN 14582:2016
Hotline:400-6788-333  www.cti-cert.com  E-mail:inf Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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KMZE R Test Result(s)
. ZEH Result VR H PR R
PRI H Tested Item(s) = AR IS. {E
001 002 MDL Limit
#t Lead (Pb) 19752 mg/kg* 12 mg/kg 2 mg/kg | 1000 mg/kg
% Cadmium (Cd) N.D. N.D. 2 mg/kg 100 mg/kg
7K Mercury (Hg) N.D. N.D. 2 mg/kg 1000 mg/kg
N.D. -- 8 mg/kg 1000 mg/kg
7% Hexavalent Chromium (Cr(V1 0.10 pe/cm?
Se) - ND. HEC ) 000 m/kg
(LOQ)
. 25 Result R
VWRATE Tested Item(s) i TR P
001 MDL Limit
ZIRELZE Polybrominated Biphenyls (PBBs)
— IR Monobromobiphenyl N.D. 5 mg/kg
TIREXZR Dibromobiphenyl N.D. 5 mg/kg
—JREXZK Tribromobiphenyl N.D. 5 mg/kg
VYIRELZK Tetrabromobiphenyl N.D. 5 mg/kg
FLIREER Pentabromobiphenyl N.D. 5 mg/kg
e —— : 1000 mg/kg
INIREXZE Hexabromobiphenyl N.D. 5 mg/kg
L IREEZK Heptabromobiphenyl N.D. 5 mg/kg
JUIREEZR Octabromobiphenyl N.D. 5 mg/kg
JUIREEZR Nonabromobiphenyl N.D. 5 mg/kg
TRIEK Decabromobiphenyl N.D. 5 mg/kg

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com

Hotline:400-6788-333  www.cti-cert.com  E-mail:info(
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WHATA E Tested Item(s) Bl AR PR
001 MDL Limit

Z IR _7KEF Polybrominated Diphenyl Ethers (PBDEs)

—JR K Monobromodiphenyl ether N.D. 5 mg/kg

IR ZIRWE Dibromodiphenyl ether N.D. 5 mg/kg

—RKJE Tribromodiphenyl ether N.D. 5 mg/kg

VYR — KMk Tetrabromodiphenyl ether N.D. 5 mg/kg

FLiR K Pentabromodiphenyl ether N.D. 5 mg/kg

NIRRT Hexabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

¥R — K Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR —ZKJF Octabromodiphenyl ether N.D. 5 mg/kg

JUIR K Nonabromodiphenyl ether N.D. 5 mg/kg

TR KW Decabromodiphenyl ether N.D. 5 mg/kg

WHATA E Tested Item(s) S5 Result ZERiti PR
001 MDL Limit

A% —FEBE Phthalates (DBP, BBP, DEHP, DIBP)

AR HEE Tl Dibutyl phthalate

(DEP) CASH:54.74.2 N.D. 50 mg/kg | 1000 mg/kg

R IR T AT MR Butyl benzyl

phthalate (BBP) CAS#:85-68-7 N-D. S0 mgkg | 1000 mgke

SRR R —(2- 4.5 Ul

Di-(2-ethylhexyl) phthalate (DEHP) N.D. 50 mg/ke | 1000 mg/kg

CAS#:117-81-7

AR —HR — 5% Tl Diisobutyl ND s0mgke | 1000 mgke

phthalate (DIBP) CAS#:84-69-5 .

WA H Tested Item(s) %%OOR:S““ kR R MDL

. Fluorine (F) N.D. 10 mg/kg

. Chlorine (Cl) N.D. 10 mg/kg

7% Bromine (Br) N.D. 10 mg/kg

i Todine (I) N.D. 10 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info( Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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FE R ARAL IR Sample/Part Description

FE

CTIFES ID  fiik

No. CTI Sample ID  Description

1

BTE:

Remark:

001 B CBARNND
Black body(Tested as a whole)
002 GRS

Silvery metal pin

XTI, 8, KRR DHERTE.

HWEFE, RIS SR, EREBANR, TS RAMURBARN R A

—F MRS

-N.D. = R (NFI7iERH REGE 2 R)

-mg/kg=ppm= H/i7ZL—

-1000 mg/kg = 0.1%

LOQ= R, AHHEIIERIA 0.10 pgem?

VSRR EE N T 0.10 pnglem?®, BE AR H SR

SE PR AR e ARES, AR S/ AR,

S=IRER A, AR TP RER E T ER AR SRR Y (D EYEE e

o E>85% (WO ), IRAEEKITES 2011/65/EU Pt I #H0I0EE 7(a)2k, RFFEHRRII,
The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

-The sample(s) was tested as a whole, because it's impossible to disassemble or separate it by

current equipment and technology.The result(s) shown on this report may be different from

the content of any homogeneous material.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL or LOQ)

-mg/kg = ppm = parts per million

-1000 mg/kg = 0.1%

-LOQ = Limit of Quantification, The LOQ of Hexavalent chromium is 0.10 pg/cm’

-¥ The sample is negative for Cr(VI) — The Cr(VI) concentration is below 0.10pg/cm’. The coating is

considered a non-Cr(VI) based coating.

-Information Statement: Different Part No. or sample name with different buyer.

-*= According to the client’s statement, lead mainly comes from the high melting temperature type

solders.Lead in high melting temperature type solders (i.e. lead- based alloys containing 85 % by

weight or more lead) is exempted from the restriction, with reference to EU Directive 2011/65/EU

annex III Exemption Applications 7(a).

www.cti-cert.com  E-mail:info( Complaint call:0755-3368170(

Complaint E-mail:complaint@cti-cert.com
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LU FE Test Process
1. 4% Lead (Pb), %% Cadmium (Cd), % Chromium(Cr)

FREFE T 75 2 A I i 377 T R

in a vessel

Weigh sample and place it :>

Add digestion reagent

Digest the sample

H [CI;—OES FETKEE
S Hf -
Mak rith
Analyzed by C:l .a le up Wi
ICP-OES deionized water

2. 7k Mercury (Hg)

FH IR AR/l B

i A
Dry Ashing/
Alkali Fusion/
Acid Dissolution

s

Residue

i

Solution

|

Filtration

FREEREB T 2528 Y AT AR A AR f
‘Weigh sample and place it — . . ! :> . ,
. —”| Add digestion reagent Digest the sample
in a vessel
P /R A O
EAL TR — U5Rii
i ICP-OES FETKESE Alkali Fusion/ Residue L
ViR <:I Make up with Acid Dissolution kg
Analyzed by ioni Filtration
ICP-OES deionized water o
L
Solution
3. 734 Hexavalent Chromium (Cr(VI))
(1) IEC 62321-7-1:2015
B R A Gonens EIE IR 2R

Take a portion of [——

the sample

(FEm A K & =1cm2:1mL)

Extraction with boiling water

(The ratio of sample area to boiling water

volume is 1 em?to 1 mL)

4 Filter and remove

the sample

F UV-Vis 7
Q—

Analyzed by UV-Vis

A IR

Add test solution

i

—

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@

i-cert.com

A& pH
Adjust the pH value

of the solution

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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(2) IEC 62321-7-2:2017
RENRTAEN e »
Weigh sample and place it — I ).\ i ﬁ?ﬁ” J :’> TH AR
in a vessel Add digestion reagent Digest the sample
L
10 R ;Fﬁ ﬁi%;if’i pH T% AH, it
. K Adjust the pH value {7 —
F——
Add test solution of the solution Cool and filter
A B FR pH H AEETAER i UV-Vis 43 #7
, ) _ ; "
Adjust the PH value '—’\—V Mak.e up with — Analyzed by UV-Vis
of the solution delonized water

4. ZIRELZ Polybrominated Biphenyls (PBBs), %1 X Polybrominated Diphenyl Ethers (PBDEs)

WERFRTERTS FIA LA 7RI AE R AR
Weigh le and pl — Extracted with —
F187 samnple and place Hactee Wi Concentrate the extract
it in a thimble organic solvent
H GC-MS 457 AR AR ER FREIEREFEMA
— Make up with K — Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 473 — FFRHY Phthalates (DBP, BBP, DEHP, DIBP)
WERFRTERTS FIA LA 7RI AE R AR
Weigh le and pl — Extracted with —
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
H GC-MS 457 AR AR ER FREIEREFEMA
ake up wit — ransier the extract into a
— Make up with (—  Transfertl i
Analyzed by GC-MS . ,
organic solvent volumetric flask
88-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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6. % Fluorine (F), & Chlorine (Cl), & Bromine (Br), B Iodine (I)
=L e = i . = g P
PR T R NS PR R e
Weigh and place sampleina | — — Combust the sample in
Fill the bomb with oxygen "
sample cup of bomb - oxygen bomb
 IC 4347 F R AK E 7 PR iEmEFEmA
] Make up with K—  Transfer the sample solution
Analyzed by IC . . .
ayzed by ultra-purity water into a volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Fan B A

Photo(s) of the sample(s)

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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75 B Statement:

1 AR S TN ST B & ikt R B 3G
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. REW K AT AFREMUE . FE5RAERE B ARG SRR, BRIEE N R TT, CTI ARG H
The Company Name shown on Report and Address, the sample(s) and sample information was/were
provided by the applicantwho should be responsible for the authenticity which CTI hasn’t verified;

3. AR A I ES SR AN SZIIRE S 5T
The result(s) shown in this report refer(s) only to the sample(s) tested,;

4. RZ CTI Hilfi R, AEHMIEHIARE:

Without written approval of CTI, this report can’t be reproduced except in full;

5. WAGIER S P SCNE ST ICA BB ESR, O
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

skesksk ?&%gﬁﬂg EEES

*** End of Report ***

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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